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- I Introduction.

In the Phase IT proposal, we proposed the following statcment of work:

1. Output energy scaling to the 10 mJ level.

a) Purchase diode laser arrays, drivers and optical components.
. b) Optimise the pumping geometry and resonator for maximum conversion efficiency
- in TEM,,, normal-mode operation.
% c¢) Investigate the use of Nd:BEL as a means to improve efficiency and/or reduce the
= spectral requirements of the diode laser array.
—
= 2. PTM Q-switch development.

a) Purchase the Q-switch crystal and its associated components.
- b) Design and fabricate a compact mechanical resonator structure for the PTM
jZ; Q-switched laser.

¢) Build the Q-switch driver.
-g- d) Assemble and operate a 1.06 um Q-switched laser.
% 3. Technology development for wavelength diversity.
% a) Purchase nonlinear crystals for doubling and sum generation.
- b) Build a second Q-switched laser operating on the 1.32 um Nd** transition.
- ¢) Investigate extracavity doubling of both the 1.06 pm and 1.32 pm Q-switched
= lasers.
- d) Investigate intracavity sum-frequency generation of 1.06 um and 1.32 um
% Q-switched lasers.
= ]
=



“ |

111

il i1

an

{El

A

i1l

TEm

Iad

g wn amm g

T

We have been successful in attaining every goal set forth in the original proposal and have
performed additional work to expand our knowledge of diode-laser pumping, short Q-switched
pulsc generation, and efficient harmonic conversion in milli-Joule systems. The remainder of
this section provides a short summary of our achievments in each of the areas defined by our
original statement of work.

Output energy scaling to the 10 mJ level.

We were able to scale our original pumping geometry to 22.5 mJ, TEM,,-mode output
energies in 200-ps duration pulses at 1.064 pm in Nd:YAG with slope efficiencies of 23%.
1.32-pum performance was equally impressive at 10.2 mJ output energy with 15% slope
efficiency. The same pumping geometry was successfully carried forward to several complex
Q-switched laser resonator designs with no noticeble degradation of beam quality. Output beam
profiles were consistently shown to have greater than 90% correlation with the ideal
TEM,-order Gaussian profile.

Given this level of performance with Nd:YAG, nothing would be gained in efficiency by
using Nd:BEL and this material was not persued. Note, that in the meantime Nd:BEL is no
longer commercially available.

PTM Q-switch development.

Some difficulties were encounterd with the Q-switch driver and optical damage to laser
rods, that limited the pulse energies to the 5-mJ level for the pulse-transmission-mode (PTM),
Q-switched laser at 1.064 um. However, this technique was successful in generating 5-ns
duration pulses with nanosecond timing jitter.

Additional work was performed in a comparison study on pulse-reflection-mode (PRM)
and passive Q-swiiching techniques. The PRM Q-switched laser technique generated 8.3 mJ
pulses with durations as short as 10 ns. Further development of the PTM Q-switch driver should
allow for similar energy extraction, but with the shorter pulse duration and improved timing

Jitter.

The passively Q-switched laser had a shorter resonator and used F, color-centers in LiF as
a saturable absorber. 5-mJ pulses were obtained with durations as short as 2.4 ns. Timing jitter
was typically on the order of one microsecond. An additional benefit of this technique was that
the laser operated in a single longitudinal mode as a result of the evolutionary dynamics of the

laser Q-switching process.
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Technology development for wavelength diversiry.

We were able to demonstrate frequency doubling of both 1.064 um and 1.32 pm with
conversion efficiencies of 56% in lithium triborate and 10% in rubidium titanyl arsenate,
respectively. The input pulse energics were at the milli-Joule level, in both cases. These
materials were the most efficient out of five tested at 1.064 um and three tested at 1.32 um.

Sum-frequency generation of the 1.064 pum and 1.32 um radiations was demonstrated in
KTP to generate 1.1 mJ of 0.589 um output with 11.5% conversion efficiency. The conversion
efficiency was reduced because the duration of the two input pulses were different by a factor of
two. Future work could be expected to push the conversion efficiency to 50% for this process.
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2 Normal-Mode Laser Development.

Our proposed pumping geometry was to usc a single three-bar stacked, quasi-cw,
diode-laser array to pump a l-cm-long Nd:YAG "rod" (sclf-imaging D-shaped "rod" as
demonstrated in the Phase I effort) and optimize TEMg,-mode energy extraction by matching the
laser mode volume with the pumped volume of the rod. This provides a single-rod gain-module
with 36 mJ of pump laser energy, that can be scaled in energy by adding other modules. The
cost reduction in diode laser arrays allowed the use of a five-bar diode-laser array per 1-cm laser
“rod" and the combination of two such rods in one gain-module. This improved gain-module
design offers:

1)  increased pump laser energies of up to 120 mJ per gain-module.
2)  cancellation of beam displacement and dispersion effects when the Brewster-angled laser

rods are arranged in an opposing configuration (see figure 2.1.).

3) improved overlap of the elliptical TEMy,-mode of the laser resonator in the rod with the
pumped region. Figure 2.2 illustrates this effect.

The reduction in price of the diode laser arrays was the result of the introduction of
products by two new vendors (Laser Diode, Inc. (LDI) and Advanced Opto-Electronics (AOE))
in direct competition Spectra Diode Labs, Inc. (SDL). However, the relative performance of the
three products was not adequately defined in the manufacturers’ data and we were not able to
determine the optimum device for our application. We ordered a three-bar diode-laser array for
evaluation from each manufacturer. The choice of three-bar devices left us with more buying
power for five-bar devices, while still allowing us to evaluate the thermal performance of the
stacking technologies (a single-bar device would not have allowed us to do this).

Our primary requirement was for a high-spectral brightness pump laser. So, our device
evaluation concentrated on the spectral and spatial distribution of the diode laser array output.
AOE was unable to deliver devices and the LDI device was clearly inferior to the SDL device.
All of our laser work was performed using SDL devices.

In summary, the normal-mode laser development consisted of quantifying thermo-optic
effects in the laser rod(s) and designing a resonator to ensure TEM-mode operation. The
design uses the laser rod(s) as an aperture(s) to prevent higher-order modes lasing. The correct
choice of Brewster-angled orientation allows the TEMy,-mode to better overlap the pumped

volume in the rod(s).
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Figure 2.1  Dual Brewster-angled laser rod beam path.

Figure 2.2  Illustration of the overlap of TEMg,-modes and pumped regions for three- and
five-bar diode-laser arrays.
TEM,-mode operation was obtained at 1.064 pum and 1.32 um with output powers of 22.5
mlJ and 10.5 ml, respectively, for 120 mJ of incident pump energy or 78 mJ of absorbed pump
energy. These output energies represent approximately 80% of the corresponding multi-mode

output energies.

2.1 Quasi-CW Laser Diode Characterization.

We characterized the spatial and temporal characteristics of the emission spectrum of
three-bar diode-laser arrays from two vendors in order to determine their relative merits for
transverse optical pumping of Nd:YAG. This characterization was required to determine their
spectral/temporal brightness, which is a suitable figure-of-merit when optically pumping laser
media. The diode-laser array characteristics were used to choose the vendor for the five-bar
diode-laser arrays.

The diode-laser arrays were mounted on thermoelectric coolers, which in turn were
mounted to a water-cooled copper plate. The heat load was removed by cooling water from an
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SEO designed liquid-to-air heat exchanger based cooling unit. Temperature stabilization to
better than (0.1°C was performed with a Marlow Model SE5010 closed-loop temperature
controller.

We assembled a spectral diagnostic system consisting of a computer controlled, 0.64-m
grating spectrometer with a 1200 gr/mm grating capable of resolving 0 0.1 A, outfitted with a
fast photomultiplier detection system. The detection system was used with a lock-in amplifier
for time-averaged spectral scans and with a transient digitizer for time-resolved spectral
measurements.

Output power data.

Our investigation was limited to devices from SDL and LDI. Our third vendor, AOE, was
unable to deliver devices. We began by measuring the peak output power as a function of the
drive current. The laser diodes were driven with 200 Us rectangular current pulses at pulse
repetition rates (p.r.r) up to 100 Hz from a SDL Model 922 driver. The data shown in figures
2.1.1 and 2.2.2 are for a heatsink temperature of 25°C. These data closely match those supplied
by the manufacturers.

Threshold current and slope efficiency were similar for both devices. However, the
maximum drive current was limited to 60 A (manufacturer’s data sheet) for reliable operation of
the LDI device, thereby limiting the available peak output power to 55% of that available from
the SDL device.
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Spatially resolved spectra.

We recorded the time-averaged spectra of both devices with spatial resolution at both the
bar-level and the individual emitter-level. The spatial resolution was obtained by imaging the
three-bar diode-laser array on the entrance slit of the grating spectrometer with a 55-mm focal
length camera lens. To obtain the spectral emission of a single-bar, the devices werc oriented
with their bar-images parallel to the spectrometer entrance slit and only one bar overlapping the
slit at any time. To obtain single emitter-level spectra the bar images were orthogonal to the
spectrometer entrance slit and the slit width of 30 um sampled a section of the bar approximately
4 pm long when imaged at x8 magnification. In this mode of operation the vertical height of the
entrance slit was apertured to admit light from only one bar at a time.

Prior to taking spectral data we defined a labelling format for the spatial locations in the
three-bar stack (see figure 2.1.3). The bar closest to the heatsink is the lower bar, the bar farthest
from the heatsink is the upper bar, and the one in between these two is the center bar. We also
chose to measure spectra from the center and ends of each bar and labelled these locations 1
through 9. The end of each bar may not be representative of typical thermal conditions in the
outer 25% of each bar so our actual sample points were 1 mm inside the end of each 1-cm-long

bar.

8 3 S Upper

5 2 8 Center

7777777

Note: View looking at the diode laser array.

Figure 2.1.3 Spatial sample points for spectral measurements.

All the spectral data taken is summarized in Tables 2.1.1 and 2.1.2 at the end of this
section. Some spectral scans are discussed below. In general, if we assume the three bars of
material are from the same region of an epitxially grown wafer, the spectra will be primarily
influenced by the thermal properties of the position in the stack assembly. When the laser is
pulsed "on", two mechanisms come into play to determine the wavelength. Initially, during the

first tens of nanoseconds, the laser spectrum narrows as mode selection takes place in the
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transition from spontaneous to stimulated emission and the wavelength may be influenced by
changes in carrier density in the active region. Then, during the next few to tens of
microseconds (depending on the thermal transient response of the structure), the whole assembly
will heat up and reach a thermal equilibrium. This heating causes the laser to temperature tune.
Each bar will experience a different thermal transient and the individual emitters on each bar will
have different wavelength chirped spectra.

The stecady-state tuning characteristics of the laser array are required for us to determine
the heatsink temperature required to optically pump the Nd:YAG absorption at 808 nm. Figures
2.1.4 and 2.1.5 show temperature tuning data for the SDL and LDI devices, respectively. All the
data was for emitters in spatial position #1 at the maximum device drive current.

Figures 2.1.6 and 2.1.8 show spectra for all three bars in each laser array, that indicate
increasing bar temperatures as a function of distance from the heatsink. It is interesting to note
that there is much less difference in temperature between the upper and center bars than the
center and lower bar. The sum of the three bars is the spectral average and the data shown as x’s
is the center bar spectrum renormalized to the same peak height. This comparison of a single bar
with the sum shows that the spectral was broadened by approximately 15% and 44% for thc SDL
and LDI devices, respectively.

Figures 2.1.7 and 2.1.9 show emission from the best and worst heatsunk regions of the
each laser array and we see greater wavelength chirp from the emitter farthest from the heatsink.
In an ideal device all emitters would be well heatsunk and have closely matched peak
wavelengths and exhibit negligible wavelength chirp. One technology which claims to provide
such uniformity of heatsinking is the Si-microchannel cooler [1]. However, at the time this work
was done this technology was not available.

Unlike the SDL diode-laser array, the spectral profiles and widths for the LDI diode-laser
array vary dramatically for the three bars and are all spectrally wider than those of SDL device.
The laser structure used by LDI consists of an array of large optical cavity emitters which may
be exhibiting spatial and spectral filamentation as a result of temperature and/or current density
variations across the emitter width.

Tables 2.1.1 and 2.1.2 list the operating conditions, peak wavelength, spectral widths and a
spectral skew parameter for each spectral scan. The skew parameter was defined to quantify the

spectral assymetry in a time-averaged spectrum resulting from wavelength chirp and is given by:

Skew = (spectral FWHM with chirp)/(spectral FWHM without chirp)
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Figure 2.1.10 illustrates the definition of the skew parameter. The solid line is the measured
spectrum with wavelength chirp and the dashed line shows the lineshape without chirp. When
there is no chirp the skew parameter is unity and for finite chirp the skew parameter is
approximately equal to the ratio of total pulse energy to that which is within the spectral

bandwidth of an unchirped device.

10



{

iy wo o g

T

-
=1
I —J

Ll

T
|

816
Peak current 85A
815 1 4 1oHz
814 - © 20Hz
+  50Hz
813 -/ W  100Hz -
. 812
E - "
§ 811 - - -
5 -
e 810 -
3 - +
=
809 m =
808
807 -
806 T T T T T T i S T T
4 8 12 i6 20 24 28

Figure 2.1.4

Temperature (C)

Tuning characteristics of a SDL three-bar diode-laser array.

812
811 - Peak current 60A
4  10Hz
810 ©  20Hz
809 + 50Hz
= 100Hz
E 808 - -
F = ]
g’ 807 -
g 806 w " a B +
=
805 an " = o
804 4
803
802 T T T T T T T T
4 8 12 16 20 24
“Temperature (C)
Figure 2.1.5 Tuning characteristics of a LDI three-bar diode-laser array.
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Figure 2.1.7 Spatially resolved time-averaged spectra of a SDL three-bar diode-laser array

as a function of emitter position.
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Figure 2.1.10  Schematic representation of the skew parameter.

Some parameters listed in Table 2.1.2 are negative due limitations of our data analysis
program in dealing with the multiple spectral peaks characteristic of the LDI diode-laser array.
These parameters should be ignored.

Time resolved spectra.

Time resolved spectra of each individual bar were taken for both the SDL and LDI

diode-laser arrays using the same imaging arrangement and grating spectrometer described

~ earlier. The time resolution was obtained by using a gated integrator (commonly called a boxcar

averager) detection system to sample a 1-us wide window at a fixed delay during the laser pulse
while the spectrometer scanned the wavelength. Several such time resolved spectral scans were
then combined graphically to obtain the three dimensional spectral evolutions shown in figures
2.1.11 through 2.1.13 and 2.1.15 through 2.1.17. The same data sets were also used to generate
the peak wavelength chirp plots shown in figures 2.1.14 and 2.1.18.

All the spectral evolutions exhibit qualitatively similar wavelength chirp and spectral
narrowing with time. Yet, the peak intensity characteristics are radically different for the two
devices. The LDI laser array turns on smoothly with negligible overshoot and follows the
rectangular profile of the drive current pulse. In contrast, the SDL laser array exhibits up to 50%
overshoot and 50% ringing with approximately 100 ps period.

14
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Table 2.1.1 Summary of time-averaged spectral data of a SDL threc-bar diode-laser array.
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Summary of time-averaged spectral data of a LDI three-bar diode-laser array.
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The same ringing is also present in the wavelength chirp data (see figure 2.1.14) and is less
pronounced for the upper and center bars, which are not as well heatsunk as the lower bar. This
implics a thermal origin or contribution to the ringing mechanism that may be an artifact of the
temperaturc control system.

The wavelength chirp data indicates thermal equilibration times are approximately 100 us
and 130 ps for the SDL and LDI laser arrays, respectively. In addition, the magnitude of the
wavelength chirp is almost the same (2.7 nm) for all three bars in the SDL device, an indication
of good heatsinking. The LDI device shows a sizeable increase in chirp for the center and upper
bars (3.3 nm) compared to the lower bar (2.2 nm), an indication of poor heatsinking.

The impact of the spectral evolution of the diode-laser arrays on the performance of the
Nd:YAG laser cannot be readily predicted. However, the data clearly show higher spectral
brightness for the SDL devices. These were chosen for the remainder of the Phase I effort.

3.2

i
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A
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Figure 2.1.11  Time-resolved spectrum of the lower bar of the SDL diode-laser array.
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2.2 Pumped Laser Rod Characterization.

Fluorecence profiles.

The deposited energy profiles in both orientations of our Brewster-angled, D-shaped laser
rods were determined by imaging the fluorescence from the center of the laser array pumped rod
onto a CCD detector array interfaced to a frame grabber and computer (Montana Laser Corp,
Multicam beam profile analysis system). The fluorescence image intensity is directly
proportional to the excited state density of Nd-ions in the laser rod.

Relative to the D-shaped laser rod cross section, two Brewster-angled face orientations
have been defined. Horizontal orientation is when the electric field is perpendicular to the rear
surface of the laser rod (i.e. the long face opposite the curved barrel). Vertical orientation is
when the electric field is parallel to the rear surface of the laser rod.

The data shown in figures. 2.2.1 through 2.2.6 are corrected for the Brewster rod
orientation because the observation point is beyond the Brewster faces. These fluorescence
profiles correspond to the excited state density profiles in the resonator, outside the laser rod.
Each rod orientation (horizontal and vertical Brewster faces) was optically pumped with the SDL

21



min
A

€ 1SR 1 P IS R |

I

{

| 0!

Il

S |

0l

Chl

[

(S

v

three-bar diode-laser array spaced 0.5 mm, | mm, and 1.5 mm from the nearest point on the
curved surface of the D-shaped laser rods. The 1.5-mm spacing corresponded to our original
design.

The data shows that the vertical orientation of the Brewster faces produces a more circular
beam profile than the horizontal orientation. The excited state density in the horizontal direction
of both rod orientations is almost uniform from the flat rear surface to the front curved surface of
the D-shape. The beam profile in the vertical direction is almost Gaussian in shape and therefore
idcally matched to a TEM,-mode profile filling the laser rod. The circularization improved
when we used the five-bar diode-laser array as shown in figure 2.2.7.

In addition, the fluorescence contour plots show motion of the peak excited state density
towards the front (curved surface) of the rod and decreasing pump spot size for smaller
rod-to-array spacing. The normal-mode laser performance was more efficient for smaller
rod-to-array spacings as would be expected (see Section 2.3). This decentering of the deposited
pump energy decenters the thermally induced lens and introduces a beam path deflection in the
laser rod (see the following sub-section on thermal lensing)

Thermal-lensing.

We investigated the presence of thermally induced lensing in a five-bar diode-laser
array-pumped laser rod. A He-Ne laser operating at 632.8 nm probed the laser rod after passing
through a 54.7-cm plano-convex lens. The measurement technique was based on analyzing
changes to the Gaussian beam waist as a result of the thermally induced lens in the pumped laser
rod. The thermal lens focal length can be determined from equation (67) of [2]. We used a
beam profile analyzer (Spiricon Model LBA-100) to determine the position and diameter of the
initial beam waist from the center of the unpumped laser rod and the diameters of the beam
waists obtained at different pump-laser energies.

Figure 2.2.8 shows the focal length of the thermally induced lens as a function of average
pump power incident on the laser rod. The functional form was similar to the inverse-power
dependence commonly seen in lamp-pumped, circular cross section rods in which a radial
refractive index distribution (i.e. lens) is the result of a radial heat flow in the rod cooling system.
Yet, the present system has a more complex heatflow pattern that is strongly influenced by both
the nonuniform pump deposition and the asymmetric cooling geometry.
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Figure 2.2.1

Fluorescence profile of the horizontal Brewster-angled, D-shaped laser rod

with the three-bar diode-laser array 0.5 mm from the rod.
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Figure 2.2.2

Fluorescence profile of the horizontal Brewster-angled, D-shaped laser rod

with the three-bar diode-laser array 1 mm from the rod.
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Fluorescence profile of the vertical Brewster-angled, D-shaped laser rod with
the three-bar diode-laser array 0.5 mm from the rod.
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In addition to the thermally induced lensing, significant angular deflection of the He-Ne
laser probe beam was also observed. The magnitude of this beam deflection was as large as (0.3
mrad or approximately ().1 mrad/W of incident pump power.

The thermal lens data represents the mean focal length, f, for the laser rod at each average
pump power level, P, assuming ideal circular symmetry of the induced index profile. Even
though the deposited energy profiles in the laser rod were not circularly symmetric the probe
beam profiles showed no evidence of either strong asymmetry or the existence of separate beam
waists (indicative of different lens focal lengths in the vertical and horizontal directions).

The work of Innocenzi et al. [3] treats thermal lensing in a laser rod with a Gaussian pump
deposition profile and is similar to the more conventional radial diffusion analysis of uniformly
pumped lamp-based systems [4], except that the rod area is replaced by the area of the pump
deposition profile. This analysis [3] closely matches our pump geometry (but not our cooling
geometry) and was used to generate the solid curve of figure 2.2.8 that is of the form f = M/P,
where M is a constant equal to 1.96 x 10’ W-cm. A least squares fit of the same functional form
to the experimental data gave a value of 1.05 x 10* W-cm and is shown as the dashed line in
figure 2.2.8.

The poor agreement of the analytical model [3] led us to numerically model the
steady-state temperature distributions in the laser rod for different heat load distributions and
boundary conditions. The modelling was performed using a finite-element software package

~ (COSMOS/M, Structural Research and Analysis Corp.) designed for mechanical engineering and

was therefore unable to directly predict the thermal lens parameters. However, we were able to
interpret the temperature distributions obtained from the modelling with the aid of the analytical
model.

Figures 2.2.9 and 2.2.10 show two temperature distributions for 20 “C isothermal boundary
conditions and 0.6 W total heat loading. The first case, figure 2.2.9, has a uniform heat load
distribution and is equivalent to conventional lamp pumped laser rods (except for the
semicircular rod cross-section). The temperature distribution is almost elliptical in profile and
could be optically described as a spherical lens with an additional cylindrical lens. This is in
contrast to the circular symmetry obtained in lamp pumped rods. The second case, figure 2.2.10,
has the near-Gaussian heat load distribution of the diode-laser pumped system. The heat load
was derived from the fluorescence image data shown in figure 2.2.7. The near-Gaussian heat
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load distribution generated a circularily symmetric temperature distribution with three times the
peak temperature rise obtained with the uniform heat load distribution and hence the generation
of a stronger thermal lens.

These two cases illustrate the effect of nonuniform pump deposition in the presence of
isothermal boundary conditions. Yet, in our laser the curved surface of the rod was not
isothermal since clear optical access must be maintained. Therefore, a third case was modelled,
which simulated the laser rod boundary conditions more accurately with 30.5 °C isothermal
heatsinking at the flat surface and convection cooling to ambient air at 23.8 °C over the curved
surface. The resulting temperature distribution shown in figure 2.2.11 has a stronger thermal
lens than for the isothermal boundary conditions (see figure 2.2.10)) and is decentered by
approximately 0.5 mm. This decentering of the thermally induced lens leads to a beam
deflection that we estimate to be 0.16 mrad for the measured focal length of 3.2 m, while the
measured beam deflection was 0.3 mrad.

The analytical result obtained earlier by applying equation (7) of [3] assumed isothermal
boundary conditions, which in our numerical model underestimated the maximum temperature
rise by a factor of two (2 °C in figure 2.2.10 instead of 4 "C in figure 2.2.11) compared to the real
boundary conditions. Hence, the analytical estimate of the lens focal length is also
underestimated by this factor of two. A suitable cormrection to the analytical model is to reduce
the thermal lens coefficient from 1.96 x 10° W-cm to 0.98 x 10’ W-cm, which is in close
agreement with the value of 1.05 x 10> W-cm obtained from a least squares fit to the focal length
data shown in figure 2.2.8.

The measured thermal-lens data was used in resonator calculations to determine the
TEM,,-mode beam divergence. The beam divergence was estimated experimentally by focusing
the beam with a 1-m-focal-length, plano-convex lens and by measuring the beam waist diameter
(at 1/e?) with the Multicam System (described earlier). The calculated and measured
beam-divergence data shown in figure 2.2.12 are in close agreement, thereby supporting the
thermal lens data.

In addition, we also looked for evidence of thermal birefringence by adding an analyzing
polarizer to our linearly polarized He-Ne laser-based probe arrangement. We saw no evidence of

thermally or otherwise induced birefringence.
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Figure 2.2.9

Temperature profile for a laser rod with 20 °C isothermal boundary conditions
and 0.6 W heat load with uniform heat deposition.
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Figure 2.2.11

Temperature profile for a laser rod with the near-Gaussian deposition
corresponding to the five-bar diode-laser array with a 0.6 W heat load. The
boundary conditions of a 30.5 °C isothermal on the flat heatsink surface and
convection cooling of the curved face at an ambient air temperature of 23.8 °C

were measured.
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2.3 Normal-Mode Laser Operation at 1.064 um.

Normal-mode laser operation was initally investigated with the SDL three-bar diode-laser

_ array and both Brewtser-angled rod orientations. The laser resonator contained one laser rod

pumped by a maximum of 36 mJ energy. A 35-cm long, linear resonator consisting of a flat
output coupler and a concave, 50-cm radius, high-reflector was placed around the laser rod. The
laser rod was positioned close to the flat mirror for multimode operation and was placed close to
the concave mirror for TEMy,-mode operation. TEMy-mode operation was optimized by
monitoring the beam profile while adjusting the laser rod axial position in the resonator for

maximum output.
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Different output couplers were used to obtain estimates of intracavity loss from a
Findlay-Clay analysis of the laser thresholds. In addition, the spacing between the diode-laser
array and the laser rod was varied and the observation made that smaller spacings reduced
threshold and increased slope efficiencies as a result of the reduced pumped volume (see
fluorescence data in Section 2.2).

Absorption of the diode-laser energy was optimized by observing the TEM,, laser output
energy as a function of heatsink temperature (see figure 2.3.1). There was no single optimum
pump wavelength, but a region that extended from 805.5 nm to 808 nm. We chose to operate at
13°C (807.7 nm) to reduce the possibility of water vapor condensation on the laser heatsink.

For multimode laser operation the calculated TEMy,-mode radii (1/¢?) at the center of the
laser rod were 326 m along the x-axis and 179 um along the y-axis. The laser rod was in the
horizontal Brewster configuration and provided a clear aperture of approximately five-times the
smaller mode-radius. Hence, apodization losses were negligble.

Figures 2.3.2 through 2.3.4 show the input/output data and Findlay-Clay analysis. The
maximum pulse energy obtained was 9 mJ with a slope efficiency of 29% and internal loss was
3.7% per round trip. The output beam profile was highly multimode and approximately

rectangular with the larger dimension parallel to the vertical y-axis.
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For TEM,,-modc laser operation the calculated TEMy-mode radii at the center of the laser
rod were 517 um along the x-axis and 933 um along the y-axis. The laser rod was in the vertical
Brewster configuration and provided a clear aperture of approximatcly 3 times the mode radius.

Figures 2.3.5 through 2.3.7 show the input/output data and Findlay-Clay analysis. The
maximum pulse energy obtained was 2.8 mJ with a slope cfficiency of 12.6% and internal loss
was 28% per round trip. The intracavity loss expected from the truncation of a Gaussian beam
with the appropriate circular aperture 5] would be approximately 3% per roundtrip. The cause
of our estimated excess loss was never determined and was not present in later lasers. The
TEM,, output beam profile is shown in figure 2.3.8.

The data shown in figure 2.3.9 was taken with a five-bar laser-diode array (SDL 3230)
spaced (0.5 mm from a single, vertical-Brewster orientation, laser rod. This spacing gives the

optimum energy conversion for TEMy,-mode laser operation as determined experimentally.
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Multimode output characteristics as a function of output coupling.
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We again used a plano-concave resonator with a flat high-reflector placed 3.6 cm from one

Brewster end-face of the laser rod and a 50-cm-radius output-coupler placed 35 cm from the
other Brewster end-face. The calculated TEMy-mode diameter (1/e’ diameter of the intensity

% profile) at the laser rod was approximately 1 mm (I mm x 1.8 mm inside due the the Brewster
o orientation). This resonator design suffers less than 1% loss tor the TEM,, mode while

= preventing laser oscillation of higher-order modes and it provides good overlap with the pump
= profile.

= Long-pulse (200 ps at 50 Hz) laser operation was investigated with

= output-coupling-transmission in the range from 2% to 25%. Optimum energy conversion was
- obtained with a 20% output coupler with 11.8 mJ of output at 1064 nm for 64 mJ from the

;—;" 808-nm pump laser (approximately 65% was absorbed in the laser rod). Total intracavity losses
- were estimated to be 1.2% from a Findlay-Clay analysis of the laser threshold as a function of
§ output coupler transmission. Figure 2.3.9 shows the output energy as a function of the pump

= energy incident on the laser rod with a 20% transmission output coupler. The TEM,,-mode slope
=
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efficiency of 23% is comparable to that obtained by the majority of side-pumped gecometrics
operating multimode, using a single quasi-cw laser-diode array [6,7,8], and it far excecds their
potential TEMy-mode performance.

We added a second laser rod, also pumped by a five-bar diode-laser array, 1-cm away from
the first rod in the 50-cm mirror side of the resonator. We obtained 22.5 mJ output in
TEM,,-mode operation (see figure 2.3.10). Output coupling was 20% and intracavity losses
were cstimated at approximately 2%. The slope efticiency of 23% was almost identical to the
performance of the single rod laser. This laser was operated at 20 Hz to keep a similar total
value of thermal lensing in the laser rods and equivalent TEMy,-mode size as in the single-rod
laser.

The output beam profile (with 64 mJ pump energy) in figure 2.3.11 shows greater than a
(.96 correlation with a least squares fit to a Gaussian beam-profile and less than 3% deviation
from circular symmetry. The mean beam diameter of 3.7 mm approximately 1 m from the
output coupler was larger than expected from resonator calculations. This prompted us to
investigate the thermo-optical properties of the pumped laser rod. The results of this

investigation are described in Section 2.2.

5
-
4 —
2
= 3 -
=2 -
2
L1
g
2
e 2 7
IS
1
o T T T T T T T T T T T T T
-5 -3 -1 1 3 5 7 9
Output coupling (2%6)
Figure 2.3.4 Findlay-Clay plot for the multimode resonator.
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2.4 Normal-Mode Laser Operation at 1.32 um.

TEM,, normal-mode operation at 1.32 ym was investigated in the same two-rod laser

structure described in Section 2.3. The plano-concave resonator employed a 45-cm

radius-of-curvature, high-reflector (instcad of the 50-cm radius-of-curvature, high-reflector used

in the 1.064 pm resonator) to compensate for the change in mode-size with wavelength.

TEMy,-mode output energies up to 10.2 mJ and 15% slope efficiency were obtained as shown in

figure 2.4.1. The transmission of the output coupler was 18% at 1.32 um.

14

12

10

Output energy (mJ)

Figure 2.4.1
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20 40 60 80 100 120
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TEM,, Normal-mode output data for 1.32 pm.
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3 Q-Switched Laser Development.
3.1 LINbO; Q-switch Development.

LiNbO; is an excellent Q-switch material for applications with moderate power densitics,
when low-drive voltages are desired. There is, however, one potential drawback,
piezoclectrically driven acoustics that unintentionally modulate via the photoclastic birefringence
response [9]. This effect gives rise to a polarization modulation of the transmitted light after any
rapid change in bias conditions. The unwanted modulation is normally in the form of a weakly
damped sinusoid with periods of several micoseconds and decay time of 100 ps. Either an
acoustically-damped Q-switch mount [10] or an electrical pre-bias [9] can be used to reduce this
cffect.

We chose to develop an acoustically-damped Q-switch mount (see figure 3.1.1) based on
the work of Wang et al. [10], because our chosen high-speed driver was not compatible with
pre-bias techniques. Wang et al. showed that piezoelectric ringing in LiNbO, is due to acoustic
modes transverse to the applied electric-field direction. These modes are attenuated by coupling
the acoustic energy from the LiNbO; into an aluminum block via a fused-silica, acoustic
impedance matching element. The LiNbO,, fused-silica, and aluminum were bonded together
with epoxy bonds several microns thick. Electrical contacts to the chrome-gold coated faces of
LiNbQ, was provided by the aluminum block sits on and a beryllium-copper spring contact
attached to the aluminum block that acts as the acoustic load.

The Q-switch transmission response to a voltage step derived from a krytron Q-switch
driver was observed at 632.8 nm using a He-Ne laser and a pair of crossed-polarizers as shown in
figure 3.1.2. The temporal response of the Q-switch to the applied drive waveform was
monitored with a fast Si-PIN photodiode.

Figures 3.1.3 and 3.1.4 each show the optical transmission (upper trace) and electrical
signal across (lower trace) the Q-switch for a 1.6 kV transition. At He-Ne wavelengths the 1.6
kV bias leads to approximately 3A/4 phase retardation. Hence, the observed 3/4 sinusoid in
optical transmission (seen in figure 3.1.3) as the Q-switch driver charges up to 1.6 kV. The
expanded data of figure 3.1.4 shows piezoelectric ringing on both the optical and electrical
signals. The optical ringing decays within 10 ps and has a period of 1.5 ps, corresponding to the
fundamental acoustic mode for the 3-mm transverse dimension of the Q-switch. The ringing
seen in the voltage across the Q-switch is probably that in the applied field direction, which is

undamped, and does not appear to significantly affect the optical transmission.
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Figure 3.1.3

Figure 3.1.4

Optical response(upper trace) of the Q-switch to a L6 kV step. The lower

trace is the voltage across the Q-switch.

'az -182 mu' ou 36 4 7ms '

V. anlenndia

The 1.6 kV transition expanded to 5 ps/div.
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Figure 3.1.5. Q-switch driver schematic.

The Q-switch driver [11] was based on a differential avalanche stack design similar to that
shown in figure 3.1.5. Both the turn-on and turn-off may be triggered independently to allow the
intracavity fluence to saturate before dumping the cavity. The intracavity fluence build-up is
expected to be on the order of tens of nanoseconds. An additional feature designed into the
driver was an optical detector input to tumn-off avalanche stack at a pre-set threshold
corresponding to the intracavity fluence saturation level [12].

This Q-switch driver is suitable for both pulse reflection mode (PRM) and pulse
transmission mode (PTM) Q-switched modes of operation. In a PRM Q-switched laser the laser
cavity is held in a low-Q state until the end of the pump pulse and is then switched to the high-Q
state until the stored energy emerges through the output coupler as a Q-switched pulse. In a
PTM Q-switched laser there is no output coupler and the intracavity fluence builds up after the
Q-switch changes to the high-Q state and remains circulating until cavity dumped (off a
polarizer) when the Q-switch is returned to the low-Q state again. The timing and voltages
applied to the Pockels cell are more critical to sucessful PTM Q-switched operation than for

PRM Q-switched operation.
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Prior to assembling the Q-switched laser, we placed the Q-switch assembly between a pair
of crossed polanizers and performed transmission measurcments with a 1.064 pm probe beam
(derived from the normal-mode laser of Section 2.3). Initial DC biasing demonstrated a
half-wave voltage of 1.15 kV and the unbiased device exhibited an extinction ratio of
approximately 2900-to-1 (the polarizers alone gave 16,000:1). These two data points arc
indicative of typical LiNbO, with a low-strain mounting system.

However, when the Q-switch was driven in the pulsed-mode with a 100-ns-duration, 1.6
kV drive pulse (the calculated dynamic half-wave voltage is 1.6 kV) the observed transmission
between the polarizers was only 34%. We investigated the eftect of different drive voltages and
used a high-voltage probe to observe the electrical waveform at the Q-switch mounting. The 1.6
kV was present at the Q-switch mounting implying a dynamic problem with the mounting
structure and/or the LiNbO,, which reduces the effective internal field and polarization rotation
of the LiNbO, crystal.

We improved the contact resistance of the connections to the LiNbO, by bonding copper
leads to the gold coated faces of the crystal with a conductive silver epoxy (Master Bond
#EP21TDCS). The measured DC half-wave voltage was 1.05 kV for a 1.064 um probe becam
with the Pockels cell placed between a pair of crossed polarizers. This value was 100 V less than
that previously measured with only spring loaded beryllium-copper contacts and is a strong
indicator of greatly reduced contact resistance.

However, when the Q-switch was driven in the pulsed-mode with a 100-ns-duration,
nominally 1.6 kV drive pulse (the calculated dynamic half-wave voltage is 1.6 kV) the observed
transmission between the polarizers was still only 27%. We used a high-voltage probe to
observe the electrical waveforms at the Q-switch mounting and discovered the effective drive
voltage to be only 1.25 kV over most of the 100 nS with a 400 V overshoot on both leading and
trailing edges. Figure 3.1.6 shows oscilloscope photographs of the measured waveforms and the
optical probe beam intensity. The voltage applied to the Pockels cell is the diftference between
the two voltage waveforms. The overshoot on the measured voltages was partially due to the

response of the high-voltage probe and was not seen in the probe beam.
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We adjusted the Pockels cell drive voltage, but were still unable to obtain high optical
transmission. We then changed our probe beam from the 200 uS long normal-mode 1.064 Hm
laser to a 30 nS Q-switched pulse, that was obtained by intoducing a passive saturable absorber
into the normal-mode laser resonator (see Section 3.4). The optical transmission of the Pockels
cell was now measured as high as 80% 1o 90%, but fluctuated from shot-to-shot.

Relative timing jitter between the Q-switched probe pulses and the Pockels cell driver
made measurements difficult. Our solution to this problem was to use a KDP Pockels cell to
switch out the last 10 S of the normal-mode laser output as the probe beam. Once again this
shorter duration probe pulse indicated higher optical transmission through our LiNbO, Pockels
cell. An explanation for the observed behaviour is that during the long (200 uS) probe pulse
charge carriers are generated and trapped via the photorefractive effect and distort the dynamic
electro-optic interaction. The timescale for this charge build-up is longer than the shorter (30 nS
or 10 us) probe pulses and the probe signal distortion is not observed under these conditions.

After implementing the 10 uS probe pulses we have been able to adjust the Pockels cell
driver to obtain approximately 95% optical transmission. Further improvement was not possible
within the constraint of the Phase II effort. The Q-switch performance is more than adequate for
PRM Q-switching, while PTM Q-switching losses will be significant because of the Q-switch
transmission loss.

3.2 PRM Q-Switched Laser Operation at 1.064 um.

All the Q-switched lasers described in this section used the same two-rod gain-module
described in Section 2.2. Both the PRM and PTM Q-switched lasers used the same basic
resonator shown in figure 3.2.1. An intracavity-telescope was added to expand the mode-size in
the Q-switch, thereby reducing the intracavity power-density to minimize the possibility of
optical damage to the LiNbO,. In addition, the mode-size in the laser rods were optimized for
efficient TEMy,-mode operation.

M1 Telescope Q-switch M2
Laser rods Polarizer
Figure 3.2.1 Schematic representation of the PRM Q-switched laser resonator.
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The TEMy-mode energy extraction was cxperimentally optimized in the two-rod
normal-modc laser and the resulting mode-radius (in the horizontal dircction) was approximatcly
600 um. The Q-switch had a 3x3 mm clear aperture and can support a mode-radius up to 95()
pm for 1% insertion loss [S]. In order to reduce intracavity losses and optimizc TEM-mode
performance we chose 6(K) pum and 850 pm as goals for the mode-radii in the laser rods and the
Q-switch, respectively.

Tables 3.2.1 and 3.2.2 list the (horizontal) mode radii for the laser rods and Q-switch in the
resonator (shown schematically in figure 3.2.1) as a function of the mirror radii of curvature and
include the effects of thermal lensing in the laser rods. The resonator desi gns we consider to be
optimum are highlighted in bold text.
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9_

Output energy (mJ)
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|
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Figure 3.2.2 PRM Q-switched, 1.064-pm laser output data.
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Table 3.2.1

Q-switched laser resonator parameters for operation at 20 Hz.

MI radius (cm)

M2 radius (cm)

Telescope mag’

Laser rod mode

radius (um)

Q-switch mode
radius (um)

flat flat 1.5 564 832

{Tat flat 1.76 553 959

flat flat 2.0 546 1078

-500 flat 1.5 890 1334

-1000 flat 1.5 645 959
-1500 flat 1.5 611 907
-2000 flat 1.5 596 885

Table 3.2.2 Q-switched laser resonator parameters for operation at 50 Hz.

M1 radius (cm)

M2 radius (cm)

Telescope mag’

Laser rod mode

Q-switch mode

radius (Um) radius (um)
flat flat 1.5 453 652
flat flat 1.76 444 753
flat flat 20 438 847
-200 flat L5 700 1047
-300 flat 1.5 550 813
-400 flat 1.5 515 756
-200 flat 1.76 687 1205
-500 flat 1.76 489 841
-1000 flat 1.76 463 792
-2000 -500 1.5 677 943
-2000 -600 1.5 606 849
-300 -2000 1.5 633 927
-400 -2000 1.5 569 827
-400 -1500 1.5 594 861
flat -500 1.5 621 862
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The TEMy,-mode-energy extraction was experimentally optimized by fine tuning the
telescope magnification in normal-mode operation at 2() Hz. The maximum output cnergy
obtained was 16.5 mJ with approximately 120 mJ of incident pump cnergy. This was 73% of the
normal-mode output obtained previously with the same output coupling (T=20%) in a simple
two mirror resonator. The extraction efficiency was limited due to increased resonator losses
from the extra components. In addition, a reduction in the overlap of the TEM,, mode and the
absorbed pump energy profile in the laser rods in the Q-switched resonator design also decreases
extracted energy.

Conventional PRM Q-switched operation yielded [0-ns to 20-ns pulses with energies as
high as 8.3 mJ, while using 50% transmission output coupling. No attempt was made to

optimize the pulse duration or energy by varying the output coupling.

3.3 PTM Q-Switched Laser Operation at 1.064 um.

The PTM Q-switched laser was identical to the PRM resonator, except for the replacement
of output coupler, M2, with a high-reflector. When operating in the PTM Q-switched mode, the
output was "cavity-dumped" via the intracavity polarizer. The precise timing of the rising and
falling edges of the Q-switch waveform was critical for efficient energy extraction within a
single, short-duration pulse. The rising-edge timing was adjusted to optimize intracavity energy
by monitoring fluorescence leakage from the resonator with a Si-PIN photodiode, while driving
the Q-switch with a relatively long step waveform (several hundred microsoeconds in duration).
Then the falling-edge timing was adjusted to optimize the pulse energy in a single output pulsc.

M1 Telescope Q-switch T M2

Laser rods Polarizer

Figure 3.3.1 Schematic representation of the PTM Q-switched laser resonator.
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Figure 3.3.2 shows the temporal output for optimum falling-edge uming. Figure 3.3.3
shows the result of a 10-ns delay beyond this optimum. The optimized output pulsewidth was 5
ns, with 30% intensity modulation duc to longitudinal mode-beating. Both figures 3.3.2 and
3.3.4 show 5-ns pulscs with pulse energies of 2 mJ and 4.5 mJ, respecuively. These data clearly
demonstrate the relative insensitivity of the PTM Q-switched laser pulse duration to incident
pump encrgy.

Figure 3.3.5 shows the output pulse energy as a function of incident pump energy. The
pulse energies were limited to 4.6 mJ by optical damage to the laser rods. The fluence at the
onset of damage was estimated to be approximately .5 Jem™. However, with a replacement sct

of laser rods in the resonator, reliable operation at 4.5 mJ was been obtained for several days.

3.4 Passively Q-switched Laser Operation at 1.064 um.

The compact laser-diode pumping scheme developed in this work is ideally suited to the
use of a short resonator for short pulse generation in Q-switched operation, while maintaining
efficient TEM,, conversion. In order to simplify the resonator design and eliminate Q-switch
material damage and drive requirements, we have used F, color centers in LiF as a saturable
absorber Q-switch [13, 14, and 15]. Appendix 3, publications, contains additional information

on the passivley Q-switched laser.

5mHR Flat, R=40%

Brewster Nd:YAG rods

. = -

g5cm L

LiF Q-switch

Figure 3.4.1 Passively Q-switched laser resonator.

The passively Q-switched resonator is shown in figure 3.4.1. The lascr rods and pump
coupling are the same as described in Section 2.3. The resonator length was as short as possible
using available optics, while consistent with optimized TEMy,-mode efficiency. The TEM,,,
normal-mode pulse energies (no absorber) were 19.5 mJ at 20 Hz pulse-repetition-rate for 120
mJ pump pulse energies. The conversion efficiency and slope efficiency were 16% and 22.6%, '
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respectively. To obtain passive Q-switching a window-like picce of AR-coated LiF crystal
containing absorbing F, centers was inserted into the resonator next to the high-reflector. The
F, centers were created by gamma-irradiation (5.5 x 10" rads total dose).

Table 3.4.1 summarizes the Q-switched performance obtained with different length F, :LiF
crystals, which arc characterized by their unsaturated single-pass transmission T,. The
laser-diode-pump encrgy was equal to the threshold energy for mono-pulse generation in each
case. Further increasing the pump energy leads to multiple-pulse generation with the same
energy in cach pulse. Note, the data for the 12%-transmission showed improved pulse durations
of 2 ns. However, the pulse energies were reduced to 4 mJ by the onset of damage to one of the
Nd:YAG laser rods. Once again the fluence at the onset of damage was approximately 0.5 Jem™
(see Section 3.3). Prior to this, the laser had generated 2.4 ns duration, 5 mJ pulses for a period
of tens of minutes. After replacement of the damaged laser rod we have been able to operate at
the 4 mJ level for over 10’ shots with no system degradation.

Table 3.4.1 Passively Q-switched laser performance.
T, (%) Epump (mJ) Egu (ml) T (ns)
55 58 1.3 59
46 73 25 3.6
35 &3 3.8 2.8
27 97 5.0 24
12 121 4.0 2.0

Figure 3.4.2 shows a typical 2.4 ns pulse with no evidence of longitudinal mode beating.
This is indicative of single-frequency operation. Normally, one or more intracavity-etalons are
required for single-frequency operation. However, in the passively Q-switched laser the
slowly-opening Q-switch combined with the short resonator length, which gives rise to a
longitudinal mode spacing that leads to signiticant differential gain between adjacent modes,
ensures single-frequency operation.

The major disadvantages of the passive Q-switching technique are pulse timing jitter on
the order of £1 ps and its restriction to the [-um wavelength region. Other solid-state saturable
absorbers have yet to be developed for other wavelengths. The pulse amplitude stability is on
the order of £3% and the pulse shape and duration are equally stable from pulse-to-pulse.
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Table 3.4.2 Passively Q-switched laser efficiency characteristics.

T, Epump Twmp | Normal-mode | Q-switched Efficiency
(%) (ml) (us) E . (mJ) E.(mJ) (%)
35 83 200 8.2 3.8 46
35 60 100 6.5 3.8 58
27 97 200 10.2 50 49
27 87 116 8.3 5.0 60
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Figure 3.4.2 2.4-ns duration passively Q-switched laser pulse. (2 ns/d1v).

It can be seen from Table 3.4.2 that shorter pumping pulses improve the conversion
efficiency of Q-switched operation. This is due to the reduction of spontaneous emission losses

from the excited level of the laser medium during the pumping pulse and prior to energy
extraction in the Q-switched pulse. Up to approximately 60% of the normal-mode energy was
extracted in a Q-switched pulse using an absorber with 27% unsaturated transmission. Further
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improvement in conversion cfficiency requires optimization of’ the output coupler reflectivity and
unsaturated Q-switch transmission. The residual losses of the passive Q-switch in the saturated
statc must also be taken into account.

The transmission properties of a F,:LiF sample versus incident flux-density are shown in
figurc 3.4.3. The probe beam was from the passively Q-switched laser using the 35%
unsaturated transmission, passive Q-switch material. The residual absorption of sample in the
saturated state is defined by 1 - T, , where T, = exp(-p/). Using this expression and the
experimental data we estimate the residual absorption and the saturated absorption cocfficient, p,
to be 12% and 0.05 cm™', respectively. The recovery time of the F,-centers is approximately 100
ns, which places an upper-limit on the p.r.r. of several MHz, suitable for cw-pumped, Q-switched

lasers.
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Figure 3.4.3
3.5 PRM Q-switched Operation at 1.32 pm.

PTM Q-switching at 1.32 yum was performed with the basic normal-mode resonator
described in Section 2.4. The only changes to the resonator were to add the LiNbQO, Q-switch
(see Scction 3.1) as close to the 45-cm radius-of-curvature, high-reflector as was possible and to

add a 45° tuming-mirror between the laser rods and the output coupler. The resonator schematic
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is shown in figurc 4.4.1. The Q-switch position was at the lowest fluence point of the resonator
to reducc the probability of optical damage. The 45°-mirror was highly-reflecting at 1.32 ym
and highly-transmitting at 1.064 pm in preparation for the intracavity sum-frequency generation
described in Scction 4.3. The only polarization control clements required were the
Brewster-faces of the laser rods, because the 1.32 pm transition in Nd:Y AG has relatively
low-gain.

Figures 3.5.1 through 3.5.3 show lower pulse energies and longer pulsc durations than for
the 1.064 pm laser transition, as expected for the reduced gain cross-section. The shortest

duration pulses were slightly below 30 ns and had energies of approxiamtely 5 m]J.

8

Output energy (mJ)
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Figure 3.5.1 PRM Q-switched, 1.32-puim laser output data.
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4 Second Harmonic and Sum-Frequency Generation.

Nonlincar frequency conversion has always becn an attractive technique to extend the
wavelength coverage of laser sources. Rclatively new nonlincar crystals for the near-infrared
and visible, such as lithium triborate (LBO), B-barium borate (BBO), rubidium titanyl arsenate
(RTA), potassium titanyl arscnate (KTA), and potassium titanyl-phosphate (KTP) gencrally have
larger nonlinear coefticients, lower absorption losses, and higher damage thresholds, when
compared (o lithium iodate (LilO;), lithium niobate (LiNbO,), and potasssium dihydrogen
phosphide (KDP) and its’ isomorphs.

One of the most widely used, of these newer materials, is KTP. Although specific
characteristics of other materials are often better, KTP has a combination of propertics that make
it unique for second-order nonlinear-optical applications. In the case of sum-frequency
generation its large nonlinear coefficients, wide acceptance angle and unusually large
temperature bandwidth are particularly advantageous.

In the Phase IT proposal KTP was identified as our material of choice for both frequency
doubling and summing of 1.064-uum and 1.32-um radiations. However, a more recent review of
the literature has indicated that BBO and LBO may be better suited to doubling 1.064 pm.
Given this information and the emergence of RTA and KTA, our experimental investigation

concentrated on KTP, but also included other materials whenever they were available.

4.1 Phase Matching Calculations

We calculated phase matching angles and other parameters for the nonlinear processes
using the equations found in references [16 and 17] and the data given in references [19 through
22]. Tables 4.1.1 through 4.1.3 list the relevent parameters for doubling of 1.064 um, doubling
of 1.32 um, and summing of 1.064 um with 1.32 um, respectively. Tables 4.1.1 and 4.1.2
contain parameters for all the materials investigated, including KTP. Table 4.1.3 only considers
KTP and gives information for different orientations.

When doubling 1.064-um radiation, both LBO and KTP have large angular acceptances
and figures-of-merit. In addition LBO can be noncritically phase-matching (at 152°C) with a
large walk-off angle, that allows efficient conversion wit'h tightly focussed beams.

The optimum orientation for sum generation of (.589-pm radiation in KTP is Type II
phase matching with 86=77". The acceptance angle and figure-of-merit for this orientation is

larger and the walkoft-angle is smaller than for the other oricntations.
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Table 4.1.1 Nonlincar crystal parameters for doubling of 1.064-um radiation.
Crystal Orientation 0 9 30 FOM(x 10™)
(dcgrees) (degrees) (mrad-cm) (pm*V7?)
KTP [18] [Typell 0 63 8.5 1.8
LilO, [19] | Type I 45 30 0.67 4.7
LBO [20] |Type Il 0 90 @152°C 8.5 0.4
CD’A [21]|Typel 45 82 34 0.1
Table 4.1.2 Nonlinear crystal parameters for doubling of 1.32-um radiation.
Crystal  {Orientation o 0 50 FOM(x10™)
(degrees) (degrees) (mrad-cm) (pm*V?)
KTP Type II 0 58 1.5 7.5
RTA [22] |Type Il 0 64
KTA [22] |Type Il 0 63 0.4 12.0
Table 4.1.3 KTP parameters for summing of 1.064-um and 1.32-um radiation.
Orientation 6 Walkoff-angle 66 FOM (x10™)
(degrees) (mrad) (mrad-cm) (pm*V?)
Type 1 39 46 0.6 0.1
¢=45"
Type I 77 23 2.8 9.7
¢=0"
Type I 64 64 1.8 5.4
©=90°
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4.2 Second Harmonic Conversion of 1.064 pum to 0.532 um.

Work [20)], based on an ideal laser and optimized nonlinear crystal lengths, has compared
the conversion of 1.064 um to (1.532 um in several crystals. The laser was assumed to he
diffraction-limited with a pecak power of 5 MW (100} mJ in a 20 ns pulse) and fluence of 10
Jem™. The calculated conversion efficiencies were 91% for 44-mm of CD"A (Type I), 96% for
28-mm of KTP (Type II), and 88% for 29-mm of LBO (Type II).

The highest doubling efficiency reported to date, using a single crystal geometry, for a
1.064-um Nd:YAG laser was 80% [23]. This was achicved with a 7-mm long KTP crystal at an
incident fluence of 2.5 Jem™ from a Q-switched laser. We have demonstrated doubling
efficiencies of 56% for LBO (15 mm) and 42% for CD"A (25 mm) at incident fluences of (.56

1

Jem™.
The PTM Q-switched Nd:YAG laser described in Section 3.3 was used for the doubling
experiments. At the time of this work, optical damage to the laser rods limited the pulse cnergy
to 2.5 mJ. Typical pulse durations were 5 ns. Tight focussing was used to increase the incident
fluence, whenever the angular acceptance of the nonlinear crystal allowed. The experimental

arrangement is shown in figure 4.2.1.

] Vi —

. Nonlinear
Q-switched Half-wave Lens 1.064 um

| | crystal
aser plate 0.532 um

Figure 4.2.1. Experimental arrangement for extracavity frequency doubling.

In general, for efficient freuquency doubling the divergence of the focussed beam incident
on the nonlinear crystal must be less than the angular phase-matching bandwidth. One can show,
using the ABCD matrix formalism, that the focussed beam divergence in the near field is equal
to 0./f, where , is the radius at the TEM,, beam waist in the resonator and f'is the lens focal
length. The refractive index, n, of the nonlinear crystal reduces the effective beam divergence by
a factor of n.

In order to maximize the doubling efficiency, we adjusted the distance between the lens
and the nonlinear crystal, thereby varying the incident fluence. Figure 4.2.2 shows the

second-harmonic pulse energy as a function of incident fluence. The maximum doubling
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cfficiencies achicved in LBO and CD"A were 56% and 42%, respectively. Saturation of the

second-harmonic pulse encrgy indicates the onsct of significant pump depletion. No data were

available for KTP as our crystal was cut for 1.32 gm and had insufficient clear aperture to allow

angle tuning for 1.064 pum. Properly-cut KTP would be expected to double with an efficicncy
greater than 50% [20 and 23].

2
1.9
1.8
1.7
1.6
1.5
1.4
1.3
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1.1

1
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0.8
0.7
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0.4
0.3
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0.1

532 nm energy (mJ)

VU S S U S (O N S oy U O A

LilO3

+ LBO

o CD*A

0

]

Figure 4.2.2

4.3 Second Harmonic Conversion of 1.32 um to 0.660 pm.

T T T T T

0.2 0.4
Fluence (J/cm2)

Second harmonic generation data for 1.064 pm.

0.6 0.8

We investigated second harmonic generation in KTP, RTA, and KTA using the PRM
Q-switched, 1.32 um Nd:YAG laser described in Section 3.5. An experimental geometry similar
to that decribed in Section 4.2 was employed. We used a 3x3x5 mm KTP crystal and
4.5x4.0x7.25 mm RTA and KTA crystals, all cut for Type II phase matching. The crystal
orienations were 8 = 60°, 64° and 63° for KTP, RTA, and KTA, respectively. Only the KTP
crystal was anti-reflection coated.

The small beam waist (350-um radius) of the TEMy-mode located at output mirror
provided sufficient fluence (1.3 Jcm™) without the use of a focussing lens. The crystals were

located 2-cm from the output mirror. This allowed us to compare materials without being

limited by their angular acceptances.
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Figurc 4.3.1 shows the second harmonic pulse energy as a function of the incident 1.32 pm
fluence for RTA. The highest conversion efficiency of 10% (0.5 mJ output) was received with
thec RTA crystal, but required significant (18.57) angle-tuning. Both the KTP and KTA crystals
were cut correctly, but their conversion efficiencies were only 3%. The short crystal lengths and
low incident fluences are responsible for the low conversion efficiencics. However, given the
lack of antireflection coatings and short crystal length, [0% conversion for RTA demonstrates

the potential of this new material.

0.5
| J
0.4 -
’;
£
= 0.3 -
D
c
(3
E
=
S 0.2 -
©
o
-
-
0.1
n
u
O T T T T T 1 T T H T T T t T
o 0.2 0.4 0.6 0.8 1 1.2 1.4
1.32 um fluence (J/cm?2)
Figure 4.3.1 0.66 pm pulse energies as a function of incident 1.32 pm fluence for RTA.

4.4 Sum-Frequency Generation of 1.064 um and 1.32 um to 0.589 pum.

The Phase II proposal described an intracavity sum-frequency generation technique using a
1.32 pm ring laser containing a KTP crystal with 1.064 pm radiation injected from a PTM
Q-switched laser. This concept was proposed to eliminate the timing jitter, that is present in
extracavity sum-frequency generation using separate lasers.

Our attempt to implement this technique was abandoned after we damaged the KTP crystal
during the fluence build-up stage, in the 1.32 um laser, after the Q-switch opens and prior o
sum-frequency generation with the injected 1.064 um radiation. The ring resonator reflectors
were all highly reflecting at 1.32 pm, which allowed the 1.32 um fluence to exceed the damage
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threshold of the KTP. In retrospect, we should have included a small out-coupling to control the
flucnce. It was our initial assumption that the optical components would survive long enough for
the tluence to be reduced by the sum-frequency generation process and that high fluences would
be benficial. At the time, we did not have sufficient funding or time left to purchase replacement
optics to continue with the ring laser.

We ceventually generated approximately 1.1 mJ of (.589 um radiation in a 10 to 15 ns
pulse at 20 Hz with 11.5% conversion efficiency. This was achieved with the extracavity
arrangement shown in figure 4.1.1. A pair of PRM Q-switched lasers the same as those
described in Sections 3.2 and 3.2 were configured so the 1.064 um radiation was injected into
one arm of the 1.32 pm resonator. This arrangement allowed us to place the KTP crystal inside
the resonator or outside.

Intracavity sum-frequency generation produced only several hundred microwatts of (0.589
pm radiation. The low gain of the 1.32 pum laser led to longer and lower energy pulses with the
KTP crystal in the resonator and a reduction in the sum-frequency output.

The major limiting factors in extracavity conversion efficiency were the difference in the
pulse durations of the two lasers and their relative timing jitter. Both Q-switches were triggered
from the same clock, but with a relative time delay for synchronization. However, the build-up
time jitter (estimated at 10 ns) made the sum-frequency output sufticiently unstable on a
shot-to-shot basis as to lower our estimate of the pulse energies, because we were estimating the
pulse energy from time-averaged power measurements with a thermo-pile power meter. In
addition, the sum-frequency generation could only take place over the 10 to 15 ns duration of the
1.064 um pulses and not fully utilize all the energy in the 25 ns 1.32 um pulses. Given these
limitations, the 1.1 mJ of 0.589 pm radiation generated with 11.5% conversion efficiency was a

remarkable acheivement.
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Experimental arrangement for sum-frequency generation.
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(.589-um pulse energy as a function of the total 1.064-um and 1.32-uym

energy.
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5 Appendix 1: Amplifier Performance

This appendix contains a summary of the performance of an amplifier expecriment
conducted at SEQ, by Mr. D.B. Coyle of NASA GSFC, using a prototype amplificr of Mr
Coyle’s design with the PTM Q-switched laser described in Section 3.3 as the oscillator.
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Report on the APS Amplifier Results from June 2 - 4, 1992
D. Barry Coyle
NASA-GSFC
Code 7185, Photonics Branch
Greenbelt, MD 20771

The Alternating Precessive Slab (APS) Amplifier was shipped to Schwarz Electro-Optics
where it arrived Monday, June 1. Work was begun Tuesday morning for its use with the
Diode-Pumped Laser Altimeter being constructed on SBIR contract NAS5-30882. The
laser altimeter, a Q-switched cavity-dumped oscillator, was operated at a 20 Hz repetition
rate. The diode arrays were driven with 200 ps wide pulses at 51 Amps which yielded a
maximum 1064 nm output of 1.7 mJ / 5 ns pulses.

Figure 1 shows the 32 cm long optical path within the APS crystal, 1.2 cm x 1.3 cm x
0.21 cm in dimension. The injected pulse uses 34 internal reflections and enters and
exits the crystal at normal incidence. The amplifier is pumped with four 2-bar diode
arrays from SDL. Each of the four arrays can emit up to 120 Watts of 810 nm pump
light when driven at a peak current of 80 A. The complete amplifier mount was held to
27°C with water cooling.

The first area of concern was optical damage to the amplifier crystal due to thermal
lensing, so the altimeter output pulse energy was lowered with various ND filters. The
amplifier was placed as close to the output as possible to account for the divergent nature
of the pulse. The injected beam diameter was measured to be about 1.5 mm near the
amplifier crystal placement. This was less than the 2.1 mm thickness of the APS slab, so
it seemed that diffractive losses could be avoided.

Figures 2 and 3 show the output profiles of the amplifier when the injected beam was
centered on the APS input face. The square nature is probably due to diffractive effects
within the slab. A single lobe could be achieved on the ouput by adjusting the input
angle but it was not as energetic and only occurred when the injected beam was "walked"
toward one of the comners of the APS input face. The best optical coupling, or insertion
efficiency, that could be achieved without any beam forming optics was about 60%.

This high passive loss was probably a combination of diffractive effects from the large
beam width and the high number of internal reflections involved with the APS crystal
design. The loss could be reduced by not using any index matching "glue" applied to the
corner of the crystal opposite the entry face. Previous experiments showed that this
method hindered some parasitic internal oscillations. The substance used for this purpose
was a small drop of collodion.

Figure 4 and 5 shows a beam profile that was taken under different conditions. A 1 m
focal length lens was placed in the injection beam. This produced a beam diameter of
about 1.4 mm, which focused about 30 ¢cm after the APS output face. The insertion

efficiency was increased to about 73%. This was about the best that could be achieved
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with index matching substance on the first corner of the APS crystal. There was not
enough time to remove the collodion for tests with the positive lens.

The single-pass and double-pass gains peaked at only 1.45 and 1.54, respectively. If the
insertion losses are ignored, these gains are 2.1 and 4.1. But for any practical
application, the insertion loss subrtracts from the "real" performance of an amplifier.
There was another factor, previously unknown, where the amplification peaked at around
70 A of diode array drive current. This was due to either/both the parasitic oscillations
present in the slab, and the diode array temperature fluctuation during the pump pulse.

In conclusion, the overall performance of the APS amplifier was dissapointing in that
there was an excessive amount of optical loss and parasitic oscillations. 1 would have
liked to remove the collodian from the slab corner and repeat the amplification studies
with the 1 m focal length lens, but time would not allow it. Apparently the application of
the index matching substance was not having the desired effect in parasitic reduction, and
in fact may have hindered the operation of the amplifier since much of the insertion loss
of the injected beam was occuring at that very corner. Only after reviewing the data
taken at SEO and that taken at NASA-Goddard, the APS design may be much better
suited as a compact, diode pumped, solid state laser altimeter source than an amplifier.
Further studies on this approach is planned sometime in the near future, as time allows. 1
will report on any results that ook promising.

I would like to thank David Welford and Peter Moulton of Schwarz Electro-Optics for
giving me the opportunity and the use of their equipment and lab space to study this
amplifier in full, since I had been too busy with other projects prior to June.
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6 Appendix 2: Optical Damage Studies of Nd:YAG Laser Rods and Li:NbO,
Q-switch Material.

During Q-switched laser operation optical damage was observed on the surfaces of both
Nd:YAG laser rods and the LiNbO; Q-switch. The damage was limited to the surfaces, with no
bulk material damage occuring. As we were unable always quantify the damage thresholds
during lascr operation, we conducted a series of optical damage experiments.

The laser was arranged as a conventional PRM Q-switched laser generating 10-ns duration,
8.25 mJ pulses at a 50 Hz pulse-repetition-rate. The laser output was focused onto the material
surface and the laser spot size estimated from the resonator beam parameters and the focussing
geometry. Note, such estimation is accurate because the laser is operating in the TEMy,-mode.

The damage thresholds obtained are listed in Table A.2.1. Our definition of the optical
damage threshold was the observation of permanent surface damage visible with the unaided
eye. In these cases the damage threshold was also determined for exposure to multiple laser
shots over periods of several seconds.

The damage thresholds obtained are within the range of values considered typical for these
materials [24]. Yet, they are nearly an order-of-magnitude larger than the fluences at which the
same components damaged in the Q-switched lasers. The reason for these differences remain
unresolved given the time constraints of the Phase IT effort.

Table A.2.1 Optical damage thresholds for Nd:YAG and LiNbO,.

Material Surface coating Damage threshold (Jem-?)
Nd:YAG Low R 2.7
Nd:YAG Low R 4.6
LiNbQO, Uncoated 0.7
LiNbO, AR 33
79
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Efficient TEM-mode operation of a laser-diode side-pumped
Nd:YAG laser

D. Welford, D. M. Rines, and B. J. Dinerman

Schwarlz Electro-Optics, Inc., 45 Winthrop Street, Concord. Maussachusetts 01742

Received June 28, 1991

We report operation of a laser-diode side-pumped Nd: YAG laser with a novel pumping geometry that ensures
efficient conversion of pump energy into the TEMqy mode. Of the 1064-nm output, 11.8 mJ of energy wae ob-
tained in a 200-us pulse with 64 mJ of pump energy at 808 nm. The overall conversion and slope efficiencies

were 18% and 23%, respectively.

Laser-diode-pumped, solid-state lasers with high
TEMg,-mode conversion efficiencies have been
demonstrated using both end-pumped' and side-
pumped*”’ geometries. However, these systems are
not suitable for all applications. The end-pumped
lasers typically operate at low average power be-
cause of the limited pump power that can be focused
onto the end of the laser rod. The side-pumped sys-
tems, on the other hand, have no difficulty generat-
ing high powers using cw®’ or quasi-cw** pump
sources. Their shortcoming is that the TEM,,-
mode quality is obtained with pumping geometries
optimized for high-average-power operation and
that they require the use of either expensive, high-
power cw*®’ or several quasi-cw*® lager-diode arrays
(see below for a definition of what constitutes a
- laser-diode array). This renders these geometries
. difficult to implement as cost-effective, low-average-
power gystems.
Before proceeding, we define the differences be-
tween laser-diode bars and laser-diode arrays in
the context of our pumping geometry and the previ-
ous research of others. A laser-diode bar is a
single-device structure with laser emission over a
rectangular area with a large aspect ratio. The
emitting-region fill factor and sizes vary among
device types, but the standard length is usually 1 em
and the height approximately 1 um. These bars
often have individual emitting regions that form a
linear array. Yet, when we use the term laser-diode
array, we are not referring to this microscopic struc-
ture but to a single, macroscopic, device package
that consists of two or more of these 1 cm x 1 pm
laser-diode bars stacked vertically on top of one
another. Hence a five-bar stack of quasi-cw laser-
diode bars is a five-bar, quasi-cw, laser-diode array.
This type of device is considered to be a single laser-
diode array irrespective of the number of bars in
the stack.

In the case of pulsed systems, given the high cost
of quasi-cw laser-diode arrays, side-pumped lasers
operating at the energy level of tens of millijoules
are cost effective only when pumped by as small a
laser-diode array as possible. Previous research®"
with single laser-diode array pump sources (as much

0146-9592/91/231850-03$5.00/0

as five bars per array) in side-pumped geometries
has been unable to demonstrate efficient operation
in the TEMy mode. We will describe a novel side-
pumped geometry with efficient TEMy-mode con-
version using a single, five-bar, quasi-cw, laser-diode
array as the pump source.

The major difference between our pumping ge-
ometry and that of previous side-pumped schemes is
the achievement of a near-Gaussian pump deposi-
tion profile while using only a single laser-diode ar-
ray as the pump source. Earlier side-pumping
geometries fall into two broad categories. In the
first category are those schemes that employ quasi-
end-pumped geometries’ or radially pumped ge-
ometries with spatial overlap/averaging of multiple
pump sources® to achieve high TEMy,-mode conver-
sion efficiency. The second category includes those
schemes that employ a single laser-diode-array
pump source and operate multimode.®*" OQur re-
search utilizes a pumping geometry whose geometry
falls in the second category while achieving TEMy-
mode conversion efficiencies more typical of the
first category.

Our laserrod is a 12-mm-long, semicircular-cross-
section (D-shaped) piece of 1% Nd-doped YAG. The
curved surface is antireflection coated at the pump
wavelength and has a 1.5-mm radius of curvature.
This surface of the rod acts as a cylindrical lens to
focus the highly divergent output from the diode
array, which is placed parallel to the rod axis facing
the curved surface. Unabsorbed pump light is re-
flected from the highly reflecting, flat, rear surface.
The path length of this double pass is approximately
one absorption length of the material and leads to
65% absorption of the incident pump energy. The
rod also has Brewster-angled end faces oriented
such that the electric field axis is parallel to the lat,
rear surface.

This rod is designed to perform the following
specific functions: (1) The cylindrical lens action
transforms the highly divergent diode array output
into a Gaussian absorbed energy profile in the verti-
cal direction. (2) The double pass of the pump
beam over a total path equal to one absorption
length provides a uniform absorbed energy profile in

© 1991 Optical Society of America
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Fig. 1. Fluorescence image of the laser rod with ab-
sorbed energy profiles parallel (horizontal) and perpen-
dicular (vertical) to the flat rear surface of the rod. The
rod cross section is shown as the dotted curve that forms a
semiellipse.
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Fig. 2. Schematic layout of the laser resonator.
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the horizontal direction. A shorter path would sig-
nificantly reduce the total absorbed energy, and a
longer path would significantly reduce the mean in-
verted population density. (3) The use of Brewster
end faces on the rod expands the TEM cavity mode
in the vertical direction to match the pumped vol-
ume in the rod. (4) The rod acts as the TEM-
mode aperture for the resonator. (5) The flat rear
face provides & mounting and heat-sinking surface.

Before conducting laser experiments, we evalu-
ated the absorbed energy profile in the laser rod by
imaging the fluorescence from the center of the
array-pumped rod onto a CCD detector array inter-
faced to a frame grabber and computer (Montana
Laser Corporation Multicam System). The fluores-
cence image was observed from a point beyond the
Brewster end faces and represents the excited-state
density as seen by the resonator outside the laser
rod. The fluorescence image intensity is directly
proportional to the excited-state density of Nd ions,
and hence absorbed energy, in the laser rod.

The data shown in Fig. 1 were taken with the
five-bar laser-diode array spaced 0.5 mm from the
nearest point on the curved surface of the rod.

This spacing gives the optimum energy conversion
for TEMu-mode laser operation as determined ex-
perimentally. Data taken for array-to-rod spacings
of as much as 2 mm show that the pumped volume
becomes more diffuse as the spacing increases.
The laser-diode array used was a Spectra Diode
Laboratories SDL3230 quasi-cw device composed of
five 1-cm-long laser-diode bars stacked vertically
with a 0.3-mm center-to-center spacing.

The fluorescence image shows that the excited-
state density in the horizontal direction is almost
uniform over most of the rod aperture, while in the
vertical direction a close approximation to a Gaus-
sian is obtained. A suitable resonator design for ef-
ficient energy conversion to the TEMg mode must
maximize the overlap integral of the resonator
TEMoe mode and the pump profile while simulta-
neously utilizing the rod to apodize higher-order
spatial modes.

We chose to use a plano-concave resonator (see
Fig. 2) with a flat high reflector placed 3.6 cm from
one Brewster end face of the laser rod and a 50-cm-
radius output coupler placed 35 cm from the other
Brewster end face. The calculated TEMg-mode di-
ameter (1/e* diameter of the intensity profile) at the
laser rod was approximately 1 mm (1 mm x 1.8 mm
ingide owing the Brewster orientation). This res-
onator design suffers less than 1% loss for the
TEMg mode while preventing laser oscillation of
higher-order modes, and it provides good overlap
with the pump profile.

Long-pulse (200 us at 50 Hz) laser operation was
investigated with output-coupling transmission in
the range of 2% to 25%. Optimum energy conver-
sion was obtained with a 20% output coupler with
11.8 mJ of output at 1064 nm for 64 mJ from the
808-nm pump laser (approximately 65% was ab-
sorbed in the laser rod). Total intracavity losses
were estimated to be 1.2% from a Findlay-Clay
analysis of the laser threshold as a function of out-
put coupler transmission. Figure 3 shows the output
energy as a function of the pump energy incident
upon the laser rod with a 20% transmission output
coupler. The TEMgy-mode slope efficiency of 23%
is comparable with that obtained by the majority of
side-pumped geometries operating multimode, using
a single quasi-cw laser-diode array,’® and it far ex-
ceeds their potential TEMg-mode performance.
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Fig. 3. TEMy-mode energy as a function of the incident
pump energy.
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In summary, we have demonstrated a 23% slope
efficiency and 11.8 mJ of energy for a TEM,.-mode.
Nd:YAG laser side pumped by a 64-md, five-har,
quasi-cw, laser-diode array using a novel pumping
geometry.  Higher output energies may be obtained
by scaling the axial length of the system and adjust-
ing the resonator mode size accordingly. This
approach should allow efficient generation of
TEMg,-mode-quality beams at energies of as much
as several tens of millijoules.

This research was supported by the NASA God-
dard Space Flight Center under Small Business In-
novative Research program contract NAS5-30882.
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Observation of Enhanced Thermal Lensing Due to
Near-Gaussian Pump Energy Deposition in a
Laser-Diode Side-Pumped
Nd: YAG Laser

David Welford, Member, IEEE, David M. Rines, Member. IEEE, Bradley J. Dinerman, and Robert Martinsen

Abstract—We report operation of a laser-diode side-pumped
Nd:YAG laser with & novel pumping geometry that ensures
efficient conversion of pump energy into the TEM,, mode. Sig-
nificant enhancement of thermally induced lensing due to the
near-Gaussian energy deposition profile of the pump radiation
was observed and is reported for the first time. An induced lens
of approximately 3.2 m focal length was measured at average
incident pump powers of only 3.2 W (corresponding to a 0.6 W
heat load).

INTRODUCTION

USER-DIODE-PUMPED solid-state lasers with high
EMg,-mode conversion efficiencies have been dem-
onstrated using both end-pumped [1]-[3] and side-pumped
[4]-(7] geometries. However, these systems are not suit-
able for all applications. The end-pumped lasers typically
operate at low average power because of the limited pump
power that can be focused onto the end of the laser rod.

- The side-pumped systems, on the other hand, have no dif-

ficulty generating high powers using CW [6], [7) or quasi-
CW [4], [5) pump sources. Their shortcoming is that the
TEMyo-mode quality is obtained with pumping geome-
tries optimized for high-average power operation and re-
quire the use of either expensive, high-power CW [6], [7]
or several quasi-CW [4], [5] laser-diode arrays. This ren-
ders these geometries difficult to implement as cost effec-
tive low-average power systems.

In the case of pulsed systems, given the high cost of
quasi-CW laser-diode arrays, side-pumped lasers operat-
ing at the tens of millijoule level are cost effective only
when pumped by as small a laser-diode array as possible.
Previous work [8]-[11] with single laser-diode array pump
sources (up to 5 bars per array) in side-pumped geome-
tries has been unable to demonstrate efficient operation in
the TEMy-mode.

The subject of this paper is a novel side-pumped geom-
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R. Martinsen is with Lightwave Atmospherics, Marblehead, MA 01945,
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etry [12] with efficient TEMgy-mode conversion using a
single 5-bar quasi-CW laser-diode array pump source and
the thermal lens properties resulting from this geometry.
The noteworthy feature of our present paper is the inten-
tional use of near-Gaussian pump energy deposition pro-
file to efficiently extract energy in the TEMy, mode of
operation even in the presence of the associated thermal
lens, because the spherical nature of the lens does not de-
grade the TEMg-mode profile other than to change its
diameter. It should also be noted that the nonuniform
pump deposition profile provides the dominant driving
term for the thermal diffusion process and thereby en-
hances the thermally induced lens.

TEMgo LASER PERFORMANCE

In this paper, the laser rod was a 12 mm long, semicir-
cular cross section (D-shaped) crystal of 1% Nd-doped
YAG. The curved face was antireflection coated at the
pump wavelength and had a 3 mm radius of curvature.
This face of the rod acted as a cylindrical lens to focus
the highly divergent output from the diode array, which
was placed parallel to the rod axis facing the curved sur-
face. Unabsorbed pump light was reflected from the highly
reflecting, flat, rear surface. The path length of this dou-
ble pass was approximately one absorption length of the
material that leads to 65% absorption of the incident pump
cnergy. The rod also had Brewster-angled end-faces ori-
ented such that the electric field axis was parallel to the
flat, rear surface. The flat, rear surface of the laser rod
was mounted on a convection-cooled heatsink.

The laser-diode array used was a Spectra Diode Labo-
ratories SDL3230 quasi-CW device composed of five |
cm long laser-diode bars stacked vertically with 0.3 mm
center-to-center spacing. The laser array was temperature
tuned to operate at 808 nm center wavelength with a spec-
tral width (FWHM) of approximately 3 nm.

Prior to conducting laser experiments, we evaluated the
absorbed-energy profile (which corresponds to the depos-
ited heat load) in the laser rod by imaging the fluorescence
from the center of the array-pumped rod onto a CCD de-
tector array, which was interfaced with a frame grabber

001K-9197/92803 00 -+ 1992 [EFF
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Fig. 1. Fluorescence image of the laser rod with absorbed energy profiles
panaliel (horizontal) and perpendicular (vertical) to the flat rear surface of
the rod. The rod cross-section is shown as a dashed line forming a semi-
ellipse.

and computer (Montana Laser Corp, Multicam System).
As shown in Fig. 1, the excited-state density in the hori-
zontal direction was nearly uniform over most of the rod
aperture, while in the vertical direction a close approxi-
mation to a Gaussian distribution was obtained.

We chose to use a planoconcave resonator (Fig. 2) with
a 50 cm radius-of-curvature, high-refiector placed 3.6 cm
from one Brewster face of the laser rod and a flat, output
coupler placed 35 cm from the other Brewster face. The
calculated TEMy, mode diameter at the laser rod was ap-
proximately I mm (1 mm X 1.8 mm inside due to the
Brewster orientation). This resonator design results in less
than 1% loss for the TEMy, mode while preventing laser
oscillation of higher-order modes and provides good over-
lap with the pump profile.

Long-pulse laser operation (200 us at 50 Hz) was in-
vestigated with a 20% output coupler (eq. (3.59) of [13]
predicts 19% as the optimum output-coupling). 11.8 mJ
of 1064 nm output was obtained with 64 mJ from the pump
laser. Fig. 3 shows the output energy as a function of the
pump energy incident on the laser rod (approximately 65%
of the pump energy was absorbed). The 23% slope effi-
ciency was comparable to that obtained in multimode op-
cration with earlier pump geometries [4], [5], and also far
exceeds their potential TEMy, mode performance. Using
the multimode resonator shown in Fig. 4 we obtained out-
put energies of 20 mJ with a slope efficiency of 33%,
which corresponds to 50% slope efficiency relative to the
absorbed pump energy.

The output beam profile (at 64 mJ pump energy) shown
in Fig. 5 shows greater than a 0.96 correlation with a least-

View from _top
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View_from side

}-'36 cm

1.2 cm Nd:YAG rod

4
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Fig. 2. Schematic layout to the TEM, laser resonator.
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Fig. 3. Multimode and TEMy,-mode encrgies as a function of incident
pump cnergy.
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Fig. 4. Multimode laser resonator.

squares fit to a Gaussian beam profile and less than 3%
deviation from circular symmetry. The mean beam di-
ameter of 3.7 mm, approximately | m from the output
coupler, was larger than expected from calculation of the
*‘cold’" resonator beam divergence. The presence of ther-
mal lensing in the laser rod provides an explanation for
the increased beam divergence.

THERMALLY INDUCED LENSING OF THE LASER Rop

We investigated the presence of thermally induced
lensing in the laser rod using the optical probe technique
shown in Fig. 6. A He-Ne laser operating at 632.8 nm
probed the laser rod after passing through a 54.7 cm
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Fig. 6. Experimental arrangement for the thermally induced lens measure-
ments.

planoconvex lens. The measurement technique was based
on analyzing changes to the Gaussian beam waist as a
result of the thermally induced lens in the pumped laser
rod. The thermal lens focal length can be determined from
eq. (67) of [14]. We used a beam profile analyzer (Spiri-
con Model LBA-100) to determine the position and di-
ameter of the initial beam waist from the center of the
unpumped laser rod and the diameters of the beam waists
obtained at different pump-laser energies.

Fig. 7 shows the focal lengths of the thermally induced
lens as a function of average pump power incident on the
laser rod. The functional form was similar to the inverse-
power dependence commonly seen in lamp-pumped, cir-
cular cross section rods in which a radial refractive index
distribution (i.e., lens) is the result of a radial heat flow
in the rod cooling system. Yet, the present system has a
more complex heatflow pattem that is strongly influenced
by both the nonuniform pump deposition and the asym-
metric cooling geometry.

Focal length 1mi

5 .

[ e e e T

4] 1 2 3
Average pump power (W)

Fig. 7. Thermally induced lensing as a function of the average incident
pump power. Solid line is the calculated lensing using eq. 13 of [7). Dashed
linc is a least squares fit to the function f = M /P, where M = 1.05 x 10°
Wem

In addition to the thermally induced lensing, significant
angular deflection of He-Ne laser probe beam was also
observed. The magnitude of this beam deflection was as
large as 0.3 mrad or approximately 0.1 mrad /W of inci-
dent pump power.

The thermal lens data represents the mean focal length,
f. for the laser rod at each average pump power level P
assuming ideal circular symmetry of the induced index
profile. This assumption allowed us to operate the beam
profile analyzerin a ‘‘real-time’’ mode and determine the
beam waist position by observing the digital readout of
the beam diameter (1/e? diameter of the peak). Even
though the deposited energy profiles in the laser rod were
not circularly symmetric the probe beam profiles showed
no evidence of either strong asymmetry or the existence
of separate beam waists (indicative of different lens focal
lengths in the vertical and horizontal directions).

The work of Innocenzi er al. [15] treats thermal lensing
in a laser rod with a Gaussian pump deposition profile and
is similar to the more conventional radial diffusion anal-
ysis of uniformly pumped lamp-based systems [13], ex-
cept that the rod area is replaced by the area of the pump
deposition profile. This analysis [15] closely matches our
pump geometry (but not our cooling geometry) and was
used to generate the solid curve of Fig. 7 that is of the
form f = M/P, where M is a constant equal to 1.96 x
10’ W-cm. A least squares fit of the same functional form
to the experimental data gave a value of 1.05 x 10° W-cm
and is shown as the dashed line in Fig. 7.

The poor agreement of the analytical model [15] led us
to numerically model the steady-state temperature distri-
butions in the laser rod for different heat load distributions
and boundary conditions. The modeling was performed
using a finite-element software package (COSMOS /M,
Structural Research and Analysis Corp.) designed for me-
chanical engineering and was therefore unable to directly
predict the thermal lens parameters. However, we were

able to interpret the temperature distributions obtained

CRIGINAL PAQE IS
OF POOR QUALITY



{

(1

{

i

b)

Fig. 8. Temperature profiles for laser rods with 20°C isothermal boundary
conditions and 0.6 W heat load with (a) uniform heat deposition and (b)
the near-Gaussian heat deposition corresponding to the actual pumping ge-
ometry.

from the modeling with the aid of the analytical model
[15].

Fig. 8 shows two temperature distributions for 20°C
isothermal boundary conditions and 0.6 W total heat load-
ing. The first case, Fig. 8(a), has a uniform heat load dis-
tribution and is equivalent to conventional lamp pumped
laser rods (except for the semicircular rod cross-section).
The temperature distribution is almost elliptical in profile
and could be optically described as a spherical lens with
an additional cylindrical lens. This is in contrast to the
circular symmetry obtained in lamp pumped rods. The
second case, Fig. 8(b), has the near-Gaussian heat load
distribution of the diode-laser pumped system. The heat
load was derived from the fluorescence image data shown
in Fig. 1. The near-Gaussian heat load distribution gen-

HED Db NN b D ANTEN P HTCTROINGCN, Nab s Ner 00 AR ol

Fig. 9. Temperature profile for a laser rod with near-Gaussian deposition
0f 0.6 W heat load and experimentally measured boundary conditions of a
30.5°C isothermal on the flat heatsink surface and convection cooling of
the curved face at an ambient air temperature of 23.8°C.

erated a circularily symmetric temperature distribution
with three times the peak temperature rise obtained with
the uniform heat load distribution and hence the genera-
tion of a stronger thermal lens.

These two cases illustrate the effect of nonuniform
pump deposition in the presence of isothermal boundary
conditions. Yet, in our laser the curved surface of the rod
was not isothermal since clear optical access must be
maintained. Therefore, a third case was modeled, which
simulated the laser rod boundary conditions more accu-
rately with 30.5°C isothermal heatsinking at the flat sur-
face and convection cooling to ambient air at 23.8° C over
the curved surface. The resulting temperature distribution
shown in Fig. 9 has a stronger thermal lens than for the
isothermal boundary conditions [see Fig. 8(b)] and is de-
centered by approximately 0.5 mm. This decentering of
the thermally induced lens leads to a beam deflection that
we estimate to be 0.16 mrad for the measured focal length
of 3.2 m, while the measured beam deflection was 0.3
mrad.

The analytical result obtained earlier by applying eq.
(7) of [15] assumed isothermal boundary conditions,
which in our numerical model underestimated the maxi-
mum temperature rise by a factor of two (2°C in Fig. 8(b)
instead of 4°C in Fig. 9) compared to the real boundary
conditions. Hence, the analytical estimate of the lens fo-
cal length is also underestimated by this factor of two. A
suitable correction to the analytical model is to reduce the
thermal lens coefficient from 1.96 x 10* W-cm to 0.98
X 10 W-cm, which is in close agreement with the value
of 1.05 X 10’ W-cm obtained from a least squares fit to
the focal length data shown in Fig. 7.

The measured thermal-lens data was used in resonator
calculations to determine the TEM,, mode beam diver-



L

‘1‘ oo

(1l

i

— {7

"

{I

a

' + Moasured

i + Calculated
g 35! .
E i
- , R !
g | ! !
5 3 A 1
3 I .
§ | .ot ;
E | . |
Ly ] ;
& 25

1

e
0 1 2
Average pump power (W)

Fig. 10. Comparison of measured and calculated resonator beam diver-
gences as & function of the average incident pump power.

gence. The beam divergence was estimated experimen-
tally by focusing the beam with a 1 m focal length, plano-
convex lens and by measuring the beam waist diameter
(at 1/€%) with the Multicam System (described earlier).
The calculated and measured beam-divergence data shown
in Fig. 10 are in close agreement, thereby supporting the
thermal lens data.

In addition, we also looked for evidence of thermal bi-
refringence by adding an analyzing polarizer to our lin-
early polarized He-Ne laser-based probe arrangement. We
saw no evidence of thermally or otherwise induced bire-
fringence.

SUMMARY

In summary, we have demonstrated 23% slope effi-
ciency and 11.8 mJ output energy for a TEMy, mode,
1064 nm Nd: YAG laser side pumped by a 64 mJ, S bar
stack of quasi-CW laser diode arrays using a novel pump-
ing geometry. We have observed a 3.2 m thermally in-
duced lens in the laser rod at 3.2 W of average pump
power (0.6 W heat load). Computer modeling of the ther-
mal diffusion process confirms that the thermally induced
lensing is significantly enhanced due to the near-Gaussian
pump deposition profile. This effect is somewhat unique
to laser pumped solid state media and must be carefully
considered when designing these lasers to operate effi-
ciently in the TEMy, mode.
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2.4-ns Pulse Generation in a Solid-State, Passively Q-Switched,

Laser-Diode-Pumped Nd:YAG Laser

Y. Isyanova and D. Welford
Schwartz Electro-Optics Inc. ,
45 Winthrop Street
Concord, MA 01742
(508) 371-2299

Abstract

We report generation of 5-mJ, 2.4-ns Q-switched pulses
from a single-frequency, TEMy,-mode,
laser-diode-pumped Nd: Y AG laser using F," color
ceneers in LiF.

Introduction

In the present work, we report the passive
Q-switching of a laser-diode-pumped solid-state laser
using a solid-state saturable absorber. Earlier work
reported 12-ns duration, microjoule energy pulses [1]
and 20-ns duration millijoule energy pulses [2]. Our
work concentrated on the generation of much shorter
(2.4 ns) pulses at millijoule energies for altimetry.

The saturable absorber material of choice for
1064-nm operation is LiF in which has been
gamma-irradiated with a total dose of 5.5x10° rads.
The active absorber site is the F, color center [3]. The
only addition to a conventional two-mirror linear
resonator is the insertion of a window-like piece of
AR-coated F,:LiF material. The simplicity and small
size of such a Q-swiltch is ideally suited for use in
compact laser-diode-pumped laser designs. The use of
a short resonator, high output coupling, and low
unsaturated absorber transmission leads to short pulse
generation and increased longitudinal mode selection.

In the past, F, color centers have been observed to
degrade rapidly [1,2,3]. The degradation is seen as an
increase in saturaled loss with a corresponding
reduction in laser output energy. This is due to the
presence of non-radiative F; centers in the LiF crystal
[3]. We have observed no drop in laser energy for >10’
shots (138 hours) at 20 Hz operation, generating 5 mJ
pulses of 2.4 ns duration.

Experimental Results

The resonator used in this work is shown in
Figure 1. TEMy-mode operation was obtained by the
use of a novel side-pumping geometry, reported
previously [4], that achieves near-Gaussian pump
energy deposition in the laser rods. A pair of opposing
Brewster-angled, 12-mm long,
semicircular-cross-section (3-mm diameter) Nd:YAG
laser rods were each side-pumped by a 5-bar stack of
quasi-cw laser diodes (SDL 3230 devices). The
resonator TEM,-mode size matches that of the
deposited energy in the laser rods, thereby ensuring
efficient TEMy,-mode operation (see Figure 2).

SmHRA Flat Radls
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Figure 1. Passively -switched laser resonator.
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Figure 2. TEM,,-mode beam profile.

The laser was operated at a 20-Hz pulse repetition
rate with 200-ps duration pump pulses. In
normal-mode operation, the laser generated pulses at
19.5 mJ energy with 16% conversion efficiency and
22.6% slope efficiency. In Q-switched operation,
2.4-ns duration pulses were obtained at 5 mJ energies
with 5.2% conversion efficiency. Figure 3 shows the
output energy data.

Table 1 summarizes the Q-switched performance
obtained uvsing different length (from 6 mm to 30 mm)
F,:LiF crystals, which are characterized by their
unsaturated single-pass transmissions, T,. The
diode-laser pump energy was equal to the threshold

energy for single-pulse generation in each case. Further

increasing the pump energy leads to multiple-pulse
generation with the same energy in each pulse [2].
Note, that the data for the 12% transmission F; :LiF
material shows an improved pulse duration of 2 ns.
However, the pulse energies were reduced to 4 mJ by
the onset of damage to one of the Nd:YAG laser rods.

After replacing the damaged laser rod, we were able to
generate 2.4-ns duration, 5 mJ pulses at a 20 Hz for
>10" shots with no damage to laser rods or saturable
absorber.

26
24 1 (& 100us pump pulse

22 1 . 200us pump pulse Normal-mode
20 A
18 A
16 A
14
12 A
10 A

Output energy (m.J)

Q-switched

oOoNAMOD
"

0O 20 40 60 80 100 120 140
Incident pump energy (mdJ)

Figure 3. Normal-mode and Q-switched output data.

30
To(%)

Figure 4. Pulse energy, E, and pulse duration, 1, as a
Sunction of unsaturated Q-switch transmission, T,

Table 2 shows that shorter pump pulses improve the
conversion efficiency in Q-switched operation.
Pumping harder to reduce the build-up time reduces
spontaneous emission losses from the excited level of
the laser medium prior to energy extraction in the
Q-switched pulse. Approximately 60% of the
normal-mode energy could be extracted in a
Q-switched pulse using 100-ps pump pulses. This
represents an increase of 10% of the normal-mode
energy extracted compared to the 200-us pump pulse.
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Table 1. Passive (-switched laser performance.

T, (%) Epunp (M) E, (m]) L, (ns)
55 58 1.3 59
46 73 25 36
35 83 8 28
27 97 50 24
12 121 4.0 20

Table 2. (-switched energy extraction.

T, Epme Guop Normal-mode Q-switched NM to QSW
(%) (mJ) (us) Eq(ml)) E, (m]) Conversion
(%)
35 83 200 82 38 46
5 60 100 6.5 38 58
27 97 200 10.2 50 49
27 87 116 83 50 60

H
H

Figure 5. 2.4-ns duration Q-switched laser pulse, (2
ns/div timescale).

A 2.4-ns duration pulse is shown in Figure 5. The
lack of longitudinal mode-beating is a characteristic of
single-frequency operation. This is a direct result of
using the F,:LiF material as our saturable absorber,
The specific property of the solid-state saturable
absorber (compared to dyes) which leads to better mode
selectivity is the larger saturation fluence (typically a

factor of 20). This leads to a longer pulse build-up time
in the Q-switched laser. During the longer build-up
time the difference in gain between adjacent
longitudinal modes will produce a difference in
build-up time between modes. Hence, the highest gain
mode will Q-switch first and extract all the stored
energy. If the difference in build-up times, At, between
adjacent modes is longer than the Q-switched pulse
duration, 1,, the laser pulse will contain a single
longitudinal mode. This constitutes a temporal
criterion for single-frequency Q-switched laser
operation.

Ar >,
We have derived an expression for At [5]:

Gi(l+k)(o,-0,
Nl = 2
2k-0u IaNlh o"

The reader is referred to [5] for a complete
description of the parameters and their typical values.
Estimates of AL, from this expression are plotted in
Figure 6 with measured pulse durations for each sample
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of saturable absorber tested. Ay, is always greater than
(p and the laser was observed to be single-frequency as
confinned by the absence of modce-beating in the

temporal pulse profile.
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Figure 6. Pulse build-up time difference, At,, and pulse
duration, 1, as a function of unsaturated Q-switch
transmission, T,

Summary

In summary, we have demonstrated an all solid-state
passively Q-switched laser that generates 5-mJ, 2.4-ns,
single-frequency pulses with a TEM, beam profile.
The major advantages for this approach compared to

~ electro-optic Q-switch technology are the elimination

of drive electronics and simplified resonator
configuratons, This technology is ideally suited to
space-based and commercial applications. Greater than
10 shots have been demonstrated at 20 Hz with no
noticable performance degradation.
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